
A14100A/MEC TID TEST - Room Temp Anneal
D/C 9849 - UCL064 Lot Split

Post 20 krad(Si) Exposure @ 2.45 rad (Si) / Minute
NASA/GSFC

Anneal Started August 3, 1999
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